
TEST NAME REFERENCE 

SPECS 

SAMPLE 

SIZE 

RESULT 

Salt - T0135 

Atmosphere 

PIE00057 15 0 / 15 

Visual - T0135 ADI0485 15 0 / 15 

Fine Leak - A0037 ADPE00037 15 0 / 15 

Gross Leak - A0067 ADPE00035 15 0 / 15 
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PCN 15_0219 

Laser Mark Standardization (TOP/BOTTOM) for Aerospace Packages 
 

Summary of Supporting Information: 
 
 
 

 GROUP D SUBGROUP 5 TOP MARK 

 
Affected Package type: 

CERDIP : 8L, 14L, 16L, 24L 

CERPACK : 10L, 14L , 16L 24L 

METAL CAN :  2L, 3L, 6L, 8L 10L 

 
MULTI LAYER 

FLAT PACK: 2L, 10L, 14L, 16L, 24L, 28L 

SIDEBRAZE: 14L, 16, 18L, 20L, 24L, 28L , 40L , 48L 

LCC : 20, 28 

JLCC: 44L 

CQCC : 44L 

CLCC : 52L 

CQFP : 52L 
 

 
 
 
 

 

GROUP D SUBGROUP 5 BOTTOM MARK 
 
 

Affected Package type: 10L BOTTOM BRAZE FP 


